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Lﬂfauj‘}étte‘

Model Designation:

Overall Size of System?
Number & Size of 18",
Blocks: o
[Nummber & Size of 6” Bloeks®
Number & Size of # 4 Rebars:, ™

¢lve (60" long.inside filled block cells and two (60") long, one at top
rst:{wo, rows of blocks located horizontally . -

Nurmber & Size of # 5 Robars: ™|
Samples A-1, A2 and A-3

Xc‘mg. 90 degree r@aﬁs_ oneat eachsids of the upper corners

~Descriptian of Foohing
One ¥¥2,547 psi concrete footer 12" wide by 18" high by 60" long with three #4 reinforcing rebar sitting on
three wire bar support.

Layout of Blocks

VOBB blocks were dry-stacked and every other cell of blocks were filled with a *¥2,863 psi concrete and
reinforced with one #4 rebar through the block cell with a 6" splice at each end of rebar and a 14" embedment
into footer. Sample A-1 was tested with a stucco finish applied to the exterior surface of the wall.

Sample: A-1 ] Temperature: 83.6°F Barometric Reading: 30.1Zinches Hg -
Notes:
Title of Test Pressure Reading Resylts
Air Infiliration Test: (ASTM E283) 6.24 psf 0.02 cfin/ sq.ft Passed

THIS REPORT IS SUBMITTED EOR THE EXCLUSIVE USE OF THE GLIENT TO WHOGM (T 15 ADDRESSED. 1TS APPLICATION IS ONLY TO THE SAMPLE TESTED AND 5 NOT NECESSARILY INDICATIVE OF THE QUALITIES OF APPARENTLY
SIMILAR OR IDENTICAL PRODUCTE. PUBLICATION OF STATEMENTS, GONCLUSIONS GR EXTRACTS FROM OR AEGARDING OUR REPORTS, OR OF ANY GF OUR SEALE OR INSIGNIA WITHOUT OUR EXPRESS PEAMISSICN, IS PROHIBITED
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Sample: A-1 Temperature:  83.2°F Barometric Reading:  30.12 inches Hg
Title of Test Pressure Notes
1/2 Structural Load Test Positive Load .. = [56.3,psf
T Rt
Sample: A-1 | Temperaturer: flc Reading:  30.12 inohes 11g
Title of Test . -

1/2 Structural Load Test:Negati

Sample: A-1 | %gﬁipé’l?;&if

30.12 inches Hy

Title of Tests, "~
Design Load Test Positive!
Reading# Deflection Permanent Set Results Add. Info
1 0.366" n/a Passed
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Sample: A-1 Temperature: 83.5°F Barometric Reading:  30.12 inches Hg
Title of Test Pressure Notes
Design Load Test Negative Load N 75 0 psf

Reading#
1
ample: A-1 I Tem‘.p_g_.i‘fhlt.l;l:\ .‘ oﬁﬁtﬁq_fleﬁding: 30.12 inches ﬁg'
Notes: R '
Title of Test _ T T Results Add. Info

'Water Resistance Test 1 Gy'é'le.‘ i . . T Passed ASTM E 547

;:"1._G.yc'le.2 N Passed

Kl C_yc"l,eu} T Passed

Cycle 4 Passed
10.5 psf 15 Minutes Passed ASTME 331
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Sample: A-1 Temperature: 83.5°F Barometric ﬁeading: 30.12 inches Hgx
Title of Test Pressure Notes
Uniform Structural Test Positive Load ..~ [LIZ3 psf™~ .

Reading#

1

Sample: A-1 | Temperatur

Tetric Reading:  30.12 inchos g

Title of Test -

Uniform Structural Test Négat'

Reading#

Deflection

Permanent Set

Results

Add. Info

1

0.610"

nfa

Passed
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Sample: A-1 I Temperature: 91.3°F Barometric Reading: 30.10inches Hg
Title of Test Notes
Large Missile Impact Test R
Missile Weight T oMl -
9.5 pounds o -:._2’5-;;Biﬁ-4"'-by"'9.-.6f’-1

Tk

Impact Speed

1 50:3 filser ébt:ebndi;;gted .6n..f‘1']-l_é'd;cell

3 496

; "paépé@ndu_ct“eq on ﬁl.i,éd cell

" 2n ¥

—-— ———

Sample: A-1 Temperature; *._Barometric Reading: 30.05inches Hg

Title of Test
Large Missile Impact Test A mo
Missile Weight Missile
9.5 pounds 2" by 4" by 96" long
3,
Impact Speed Resulis Add. Info

1 139.6 ft/sec Passed Impact conducted on filled cell
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Sample: A-1 Temperature: 01.5°F | Barometric Reading:  30.24inches Hp
Title of Test Positive Pressure Notes
Cyclic Wind Load Test 75.0psf

Range Results
0.0-0.5 " Passed
0.0-0.6
0.0-1.3

Sample: A-1 Temperatyr . Barometm Readmg 30.24 inches Hz
Title of Test s Negdtwe Pressure - Notes
Cyclic Wind Load Test ; 75 0, psf )
{ 1_ /

Range Cycle Measured Reading# Deflection Permanent Set Results
0.0-0.5 600 3.0 sec 1 0.345" n/a ! Passed
0.0-0.6 70 3.0 sec
0.0-1.3 1 3.0 sec
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Sample: A-2 Temperature:  92.6°F Barometric Reading: 30.10inches Hg
Title of Test Notes_
Large Missile Impact Test " e
Missile Weight Mlssﬂe . ’ _
9.5 pounds T ‘_‘.2‘“ by 4" by 96'
Impact o
1 503 ft/sec act conducted on ﬁ]led cell
2 507ft/sec ' o Zlmpaet _cel_}du_(_z_teq on filled cell

Sample: A-2

| Temperature;

Barometmc Reading:

30.18inches Hg

Title of Test

Poaltwe Bressure

Notes

Cyclic Wind Load Test 75 0 psf~.
g Y
1)

Range Cycle Measured Reading# Deflection Permanent Set . Results
0.0-0.5 600 2.7 sec ! 0.274" n/a | Passed
0.0-0.6 70 2.8 sec
0.0-1.3 1 3.0 sec







































































































